
cve60069
NAG-S150-100 Pavement Light





Test Data
NAG S150-100 similar

Test Data
At 100 kN the deflection was approximately 4 mm which was within

acceptable limits of the British Standards
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Panel 7 - P150-100



Panel 10 - PC170-100



Panel 13 - P165-110




